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il!-ÜZ:fü,~, Company information 

j] 1! 1:g vJf( 14 tl (1% :l;J 11) jj;/: 15t=f=r llll 0 iiJ POWER GLORY BATTERY TECH (SHENZHEN) 
CO., LTD. 

~fE~ i:fr 1%:l;JII rl'f7t l!JHJrlX i~ rlj~ }J-lH1.tB7J( D H. IX B1J( IJ ffJTH Yffi IX :J':IF-4 tfi; 306 _g Room 306, 

Consignor West Four Row, Heshuikou Yillage, Heshuikou Cornmunity, Gongming Town, 
Guangming New District, Shenzhen, China 

0717-6300188 cy@sz lijia.com http://www.szlijia.com 

n 11 Eg v,il'iH:Jtc1%:J;J1l)JJi15f f=i" roll i~ f-i'J POWER GLORY BATTERY TECH (SHENZHEN) 
CO., LTD. 

:±.t" ~fft 1%:l;JII ffl :3t llj~ i r IX i~ Bf:l 1J-lJ:!x.t B 7J( D H IR B?J( D fMrHYffi IX -t l!: 4 t{j; 306 ~ Room 306, 

Manufacturer West Four Row, Heshuikou Village, Heshuikou Community, Gongming Town, 
Guangming New District, Shenzhen, China 

0717-6300188 cy@szlijia.com http://www.szl ij ia.com 

1 HI :J:1'1 :;;f.fi~11J H * :f=l° llll i~ ffJ Guangzhou MCM Ce1iification & Testing Co.,L TD 
r 1'1-1 r!HIHJ'!i l~Jtp H fü rn r-~;H~ :: ~irn2: 1 3 '% z -r 1'1·1 t'<: 11 ~ {4 tJdf j~JiJf ;t ~ ±13 '.±. 'lo/.J N 

~W-1t~fft H -:k: H~ * fä m -ff. 102 ~ 1/F, Road No.13 , Shiguang Road , Panyu 
Test lab District,Guangzhou,China 

34777630 mark.miao @rncmtek.com 
http://www.mcmtek.com 
/ 

l:g}'@.fü ,~, Battery information 

.fs~ t"1:l!-=$i.ft t"i/,;Egyli!, Lithium i:iitii TOSHIBA 
Name Manganese Dioxide Batterv Brand 
~-'% CR2450 

J};Uf:iiY11Jit.lf'l-'% 
CR2450 

Type Original tested tvoe 
fif~ Eg}.I(V) 

3.0V ~:l: /~~:I: 600-620mAh 
Nominal voltage Caoacitv/ener}!V 

t~~ :f 'i:iJ 3'i i:tJJW. §i:: ~ ct1 i Ii!. ~ W1sjl(g ) 
0.165 

Description Primary Li-meta! cell Li content 
~:l: (kg) 

0.0067 
:>'r~.¼1 t"~f-!:.iilt□ :JÄ~Jm:>' r 7t silvery 

Mass Aooearance button meta! shell 

~~mfü ,~, Test info rmation 

LllttlH5 trm -'% LJ2015011 0U803 iffe.lJii\ tli ~ B AA 20 15-01-26 
Original test report No. Date of test report 

~*~ III « *-f-ff!J1 :&ttmiEtfllj B<J th.x ~:i; 1-r\Ji?i,l;IJfif tit-=f 
~WIH:i\fff-ri Jll}))m 38.3 ~ UNITED NATIONS "Recommendatio ns on ST/SG/AC. 10/ 11/Rev.5/Ame 

Test standard the TRANSPORT OF DANGEROUS GOODS" Manual nd. l 
ofTests and Criteria 38.3 

T. 1 ~ Fx tJJU 
B~~ Passed 

T. 2 ilrrt Jl'. 19]1Jijl.'. B~ Passed 
Attitude simulation Thermal test 

T. 3 ffi $J ~9W ii\ B~ Passed T.4 N1m~1Jii\ B~ Passed 
Vibration Shock 

T.5 Jräß~Rii B~ Passed 
T.6 F'flli B~ Passed 

External short circuit Crush 
T. 7 i1 Jl'. JE Eg 

/ T. 8 5ffi *~ ]JJ: Eg f-~ Passed 
Overcharge Forced discharge 

38.3.3 (f) / 38.3.3 (g) / 
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ttit 
Conclusion 

~rt 
Remark 

~~ Signature 
&M~· Title 

ff iß OOJt Sample Picture 

~~~~~½~½~«~ T fü~~ ~ iliffi ~ m~~~~ ffi ~~~M» 
ST/SG/ AC. I 0/11/Rev.5/ Amend. 138.3 fff-tfä ~ :::.K o The tested samples meet the 
requirements of test items of the UNITED NATIONS "Recommendations on the 
TRANSPORT OF DANGEROUS GOODS" Manual of Tests and Criteria 
ST/SG/AC.10/1 1/Rev.5/Amend. l 38.3 

20 19-11-28 

;1J,~,I;f']E~rp Vice chiefengi neer 

-~ iiE liI!, :935652-
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